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Geochemical
Lab Report

Bondai'-Clegg, Inc.
12980 JMst Cedar Dr.
Lakewood, Colorado 80228

(303)|989-1404

BONDARCLEGG

REPORT: 098-1622 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corf, 
project: none listed

submitted by: j, barron

DATE PRINTED: 19-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 50 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 50 2 -150 50 Assay Prep 50

REMARKS: FINAL RESULTS ARE REF'ORIEB

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR, JIM BARRON

Bondal"-Clegg, Inc. 
12980 est Cedar Dr. 
Lake\ ood, Colorado 80228 
(303) 89-1404 

Geochemical 
Lab Report 

L---------' REPORT! 098-1622 (COMPLETE) REFERENCE INFO! NONE LISTED 

I 

CLIENT! BROHH MINING CORP, 

ORDER ELEMENT 

1 Au Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

so 

~~MAOlt<: • ~TIJJ\I J;;'l~c:'.111 TC A~C 1."),,.., 1 ,..- ,._,, 

REPORT COPIES TO! HR, JIH BARRON 
HR, JIH BARRON 

NUMBER OF LOWER 

SUP.HITTEfl BY! J, BARRON 
DATE PRINTED! 19-DEC-88 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

SO 0,002 OPT Fire Assa~ 

SIZE FRACTIONS NUMBER 

50 

SAMPLE PREPARATIONS NUMBER 

2 -150 Assa~ Prep 50 

INVOICE TO! HR, JIK BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.
1298QfWest Cedar Dr.

Lakewood, Colorado 80228

(303b 989-1404

BONDAR-CLEGG

REPORT: 098-1622 project: none listed pope i

SAMPLE ELEMENT Au SAMFLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-521-0-5 0,036 02 R88-521-200-205 0,005
02 R88-521-5-10 0,030 02 R8S-521-205-210 0.004
02 R88-521-10-15 0,013 02 R88-521-210-215 0,009
02 R83-521-15-20 0,009 02 R88-521-215-220 0,007
02 R88-521-20-25 0.009 02 R88-521-220-225 0.006

02 R88-521-25-30 0,004 02 R88-521-225-230 0.003
02 R88-521-30-35 <0,002 02 R88-521-230-235 0.007
02 R88-521-35-40 0,008 02 R88-521-235-240 0,006
02 R88-521-40-45 0,005 02 R88-521-240-245 0,008
02 R88-521-45-50 <0,002 02 R88-521-245-250 0,006

02 RS8-521-50-55 0,011
02 R88-521-55-60 0,005
02 R88-521-60-65 0.009
02 R88-521-65-70 0,012
02 R88-521-70-75 0,011

02 R88-521-75-80 0.012 
D2 R88-521-80-85 0,027 
D2 RS8-521-85-90 0,016 
02 R88-521-90-95 0,020 
02 RS8-521-95-100 0,014

02 R88-521-175-180 <0,002
02 R88-521-180-185 0.004
02 R88-521-185-190 0,008
02 R88-521-190-195 0,003
02 R88-521-195-200 0,004

Bonc!M-flegg, Inc. 
1298(i \I.est Cedar Dr. 
Lakt. ood, Colorado 80228 
(30 989-14(» 

<,-

r-

REPORT! 098-1622 
~ 

r-
SAMPLE ELEMENT 
NUMBER UNITS 

' D2 RSB-521-0-5 
D2 RSB-521-5-10 
D2 RBS-521-10-15 
D2 RBB-521-15-20 
D2 RSS-521-20-25 

D2 RBB-521-25-30 
D2 RSB-521-30-35 
D2 RSS-521-35-40 
D2 RSB-521-40-45 

I D2 R88-521-45-50 
~ 

,---

D2 RSS-521-50-55 
D2 R88-521-55-60 
D2 R88-521-60-65 
D2 R88-521-65-70 
D2 R88-521-70-75 

D2 RBB-521-75-80 
D2 R88-521-80-85 
D2 R88-521-85-90 

I D2 RBB-521-90-95 
I 

L__ D2 R88-521-95-100 

I D2 RBB-521-100-105 
D2 RBB-521-105-110 
D2 RBS-521-110-115 

I D2 RBB-521-115-120 
D2 RBB-521-120-125 

1......-

D2 RBB-521-125-130 
D2 R88-521-130-135 
D2 RBB-521-135-140 
fl2 R88-521-140-145 
D2 R88-521-145-150 

D2 R88-521-150-155 
D2 RSB-521-155-160 
D2 R88-521-160-165 
D2 R88-521-165-170 
D2 R88-521-170-175 

D2 R88-521-175-180 
D2 R88-521-180-185 
D2 R88-521-185-190 
D2 RBB-521-190-195 
D2 RSB-521-195-200 

Au 
OPT 

0,036 
0,030 
0,013 
0,009 
0,009 

0,004 
<0.002 
0,008 
0,005 

<0,002 

0.011 
0,005 
0,009 
0,012 
0,011 

0,012 
0,027 
0,016 
0,020 
0,014 

0,016 
0,012 
0,013 
0,009 
0,012 

0,008 
0,012 
0,012 
0:007 
0,006 

0,009 
0,009 
0,006 
0,006 
0,005 

<0,002 
0,004 
0,008 
0,003 
0,004 

BC 
BO 'DAR-Cl.EGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R88-521-200-205 0,005 
D2 RSS-521-205-210 0,004 
D2 RSB-521-210-215 0,009 
D2 R88-521-215-220 0,007 
D2 R88-521-220-225 0,006 

D2 R88-521-225-230 0,003 
D2 RSS-521-230-235 0,007 
D2 R88-521-235-240 0,006 
D2 R88-521-240-245 0,008 
D2 RBB-521-245-250 0,006 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

*

BROHM MINING CORP, 
MR , JIM BARRON 
P,G, BOX 485 
DEABWOOB* SB 
57732

Invoice t 13490 ? Passe 1

Date J 23-DEC-88

Report Not 098-1622 
Project : NONE LISTED 
Reference: NONE LISTED

/i Analyses of Gold 
Subtotal

at * 6,50 % 325.00
* 325.00 f 325.00

Sample Preparation
50 Samples of Assay Prep 

Subtotal
at * 3.00 $ 150,00

$ 150,00 * 150,00

Mi seellaneous Charges
47. S.B. STATE SALES TAX 
27. BEADWOOB CITY SALES TAX 

Subtotal

* 4,00
$ 2,00
* 6.00 i 6,00

Invoice Total: $ 4S1.00 U,S,

V cr 0 5 Sx 1 ( C - '/s o

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

I 

l. 

BC 
BONDAR·CLEGG .. 

k)F.UHl1 Ml HI MG CORP, 
hF(,. JIM B1~RRON 
I·· .. 0 ,. lHJ X 4 B :-:_: 
OEADL-JOOD J SD 
~-i?:?32 

/:~t<i---.(:1r12-l·,,'.,.0·,, of Gold 
Sub \..o t~. 1 

San,PlP PrePc:r;;t.iun 
50 Samples of Assa~ PreP 

Subtotal 

M .i \:; ,:1--_i 11 ai-,eo u fa Ch a 1· :,.i~ !;; 
4% S.D, STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Seib t.ota 1 

1 .... 

a. t 

,:.<t. 

$ 

$ 

I f"l'.!Q i Cl~ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

D2L~ 23-DEC-88 

Rt.>Port 1lo: 0°B·-:l.62:'. 
ProJect NONE LISTED 
F; e f 1~ T' 8 r I c f.:> ! rl ON F L I S T E It 

,~\ .. :iO 

3.00 

$ 

$ 

$ 

$ 

* 
$ 

$ 

323.00 
,:-:23. 00 

l50.00 
150.00 

4.()1') 

2.00 
.~, 00 

t. .:~ 2!:i . 0( 

$ 150,00 

$ 6 • ·) 0 

'¼ 481.00 u.s. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BONDARCLEGG

Geochemical
Lab Report

Bondar-Clegg, Inc. 
12980 \\est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ,. . 

BROHN MINING CORP , 
HR, JIM BARRON 

I P.O. BOX 485 

I DEADWOOD, SD 

BC 
BONDAR-a.EGG 

Geochemical 
Lab Report 

57732 
1~--------------------
1 

I 
I + + + + + 
I .....__ ______________________________ --" 
1.-------------------------------



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BONDAR-CLEGG

Geochemical
Lab Report

REPORT! 098-1624 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. SUBMITTED BY'. J. BARRON
project: none listed DATE PRINTED! 6-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Asses
2 Au Gold 2 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Asses Free 60
Excessive Wetness 916
Ssaple Pickup-----------------1

remarks: final results are reported,

2 SEPARATE assay results are repgrted for

-------------TWO SAMPLES,--------------------------------------------------------------------------------------------------------

REPORT COPIES TO! MR. JIM BARRON INVOICE TO'. MR. JIM BARRON
MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 \\est Cedar Dr. 
Lakewood, Colorado 80228 
( 303) 989-1404 

·"' 

REPORT: 098-1624 <COMPLETE) 

CLIENT: BROHi'! MINING CORP, 
PROJECT: NONE LISTED 

ORDER 

1 Au 
2 Au 

ELEMENT 

Gold 
Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

60 

REMARKS: FINAL RESULTS ARE REPORTED, 

BC 
BONDAR-CI EGG. 

NUMBER OF LOWER 

Geochemical 
Lab Report 

C REFERENCE INFO: ...:.N~ON_:::E __ L_I_ST __ ED _________ J 
SUBMITTED BY: J, BARRON 
DATE PRINTED: 6-JAN-89 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

60 
2 

0,002 OPT 
0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

60 

Fire Assay 
Fire Assa!:! 

SAMPLE PREPARATIONS NUMBER 

Assay Pre? 
Excessive Wetness 

60 
916 

2 SEPARATE ASSA'( RESULTS ARE REPORTED FOR 
C 

REPORT COPIES TO: 11R, JUI BARRON 
MR , Jil'I BARRON 

INVOICE TO: MR, JIM BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 098-1624 project: none listed PAGE 1

SAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

B2 RS8-521-250-255 0.018 D2 R88-521-450-455 0.029
B2 R88-521-255-260 0.013 D2 R88-521-455-460 0.035
D2 R8S-521-260-265 0.010 B2 R88-521-460-465 0.028
B2 R8B-521-265-270 0.006 D2 R88-521-465-470 0.027
B2 R88-521-270-275 0.005 D2 R88-521-470-475 0.079

D2 R88-521-275-280 0,003 02 R8S-521-475-480 0.023
D2 R88-521-280-285 0.006 02 R88-521-480-485 0.037
02 R88-521-285-290 0.005 02 R88-521-485-490 0.035
02 R88-521-290-295 0.010 02 R88-521-490-495 0,012
02 R88-521-295-300 0.017 02 R88-521-495-500 0.046

02 R8S-521-300-305 0.012 02 R88-521-500-505 0,014
02 R88-521-305-310 0.018 02 R88-521-505-510 0,024
02 R88-521-310-315 0.007 02 R88-521-510-515 0,018
02 R88-521-315-320 0.017 02 R38-521-515-520 0,008
02 R8S-521-320-325 0.007 02 RS8-521-520-525 0.012

02 R88-521-325-330 0.008 02 R88-521-525-530 0.013
02 R8S-521-330-335 0,004 02 RS8-521-530-535 0.020
02 R88-521-335-340 0.009 02 R88-521-535-540 0,012
02 RS8-521-340-345 0.010 02 R88-521-540-545 0.012
02 R88-521-345-350 0,009 02 R88-521-545-550 0,017

02 R88-521-350-355 0,015
02 R88-521-355-360 0,008
02 R88-521-360-365 0.010
02 R88-521-365-370 0,024
02 R8S-521-370-375 0.023

02 R88-521-375-380 0.023
02 R88-521-380-385 0.047
02 R88-521-385-390 0.008
02 RS8-521-390-395 0.052 0.013 r.032
02 R88-521-395-400 0.003

02 R88-521-400-405 0.016
02 R88-521-405-410 0.054 0.033 — >04-4-
02 R88-521-410-415 0,099
02 R88-521-415-420 0.066
02 RS8-521-420-425 0,043

02 R88-521-425-430 0.040
02 R88-521-430-435 0,027
02 R88-521-435-440 0.021
02 R88-521-440-445 0,087
02 R8B-521-445-450 0.032

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1624 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

fl2 RBS-521-250-255 
D2 R88-521-255-260 
D2 R88-521-260-265 
D2 R88-521-265-270 
D2 RSS-521-270-275 

D2 RSS-521-275-280 
D2 R88-521-280-285 
D2 R88-521-285-290 
D2 RSS-521-290-295 
D2 RBS-521-295-300 

D2 R88-521-300-305 
D2 RSS-521-305-310 
D2 R88-521-310-315 
D2 RSS-521-315-320 
D2 R88-521-320-325 

D2 R88-521-325-330 
D2 R88-521-330-335 
D2 R88-521-335-340 
D2 RSS-521-340-345 
D2 R88-521-345-350 

D2 R88-521-350-355 
D2 RBB-521-355-360 
D2 RSS-521-360-365 
D2 R88-521-365-370 
D2 RBS-521-370-375 

D2 R88-521-375-380 
D2 RSB-521-380-385 
D2 RBS-521-385-390 
D2 RSS-521-390-395 
D2 R88-521-395-400 

D2 R88-521-400-405 
D2 R88-521 -405-410 
D2 RSS-521-410-415 
D2 R88-521-415-420 
D2 R88-521-420-425 

D2 RSS-521-425-430 
D2 R88-521-430-435 
D2 R88-521-435-440 
D2 R88-521-440-445 
rt2 R88-521-445-450 

Au 
OPT 

0,018 
0,013 
0,010 
0,006 
0,005 

0,003 
0,006 
0,005 
0,010 
0,017 

0,012 
0,018 
0,007 
0,017 
0,007 

0,008 
0,004 
0,009 
0,010 
0,009 

0,015 
0,008 
0,010 
0,024 
0,023 

0,023 
0,047 
0,008 
0,052 
0,003 

0,016 
0,054 
0,099 
0,066 
0,043 

0,040 
0,027 
0,021 
0,087 
0,032 

BC 
BONDAR·CLEGG 

PROJECT! NONE LISTED 

Au SAMPLE ELEMENT Au 
OPT NUMBER UNITS OPT 

D2 RSS-521-450-455 0,029 
D2 R88-521-455-460 0,035 
D2 RSS-521-460-465 0,028 
D2 RSS-521-465-470 0,027 
D2 RSS-521-470-475 0,079 

D2 RSS-521-475-480 0,023 
D2 RSS-521-480-485 0,037 
D2 R88-521-485-490 0,035 
D2 RSS-521-490-495 0,012 
D2 R88-521-495-500 0,046 

D2 R88-521-500-505 0,014 
D2 R88-521-505-510 0,024 
D2 R88-521-510-515 0,018 
D2 R88-521-515-520 0,008 
D2 RSB-521-520-525 0,012 

D2 RSS-521-525-530 0,013 
D2 R88-521-530-535 0,020 
D2 R88-521-535-540 0,012 
D2 R88-521-540-545 0,012 
D2 R88-521-545-550 0,017 

0,013 = ,o3Z 

0,033 = .04-4-

Geochemical 
Lab Report 

PAGE 1 

flu 
OPT 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CHRP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOODr SB

Inv oice t 13 5 6 8 j P 3 s e 1

Date J 10-JAN-89

Report Ho: 098-1624
57732 Project : NONE LISTED 

Reference: NONE LISTED

2 Analyses of Gold 
Subtotal

60 Analyses of Gold 
Subtotal

Sample P r ea r a 11 on
60 Samples of Assay Prep 

916 Samples of Excessive Wetness 
1 Sample of Sample Pickup 

Subtotal

Misee 1.1 sneous Charges
47. S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

I n v o i c e

at * 0.00 $
$

0,00
0.00 $ 0.00

at $ 6.50 $
$

390.00
390.00 $ 390.00

a t * 3.00 $ 180.00
at $ 0.15 $ 137.40
at $12.00 $ 12.00

$ 329.40 $ 329.40

$ 10.78
$ 5.39
$ 16,17 t 16,17

- 5% l (2^0 -

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

-1ROHM tU 1! I IIG CORF. 
!'I~;:. JIM 1°li'iF'l-.:Oil 
P .. O. Bfl~ ,f~~l 
ltEt1f.lWOOD, SL! 

.. , 
(lf1cil •~:~erJ of Guld ·-

Sub 1.-atal 

L ' , .... \/ (,,r, <l 1 \.! se (" () f Gold 
Sub-tot.sl 

.. ~ 
-i, nn· Ju P r <? i .. ,J r· a t 1 \)I! 

t>O S ~i il'I ,., 1 I. S of •·1 ;.; "'lJ 

<)tt·. Si.iltd l : f; or E···-~ ,. '" ,~ \ .. I;.:; _,, 

1 s =! 1:1 jJ 1 0! uf 52m:·le 
Subt ., 1.. ""l 

Ml. l.\-.; 11,.?IIPUIJ Ch · 1·~~1• 

.. .. 

Pi ~'.> f 

i Vtl Wt.'l-Hess 
pl cf., Lil 

1 ·; ·; • D S T • TE S 1 LE' S T AX 
}\ PFADWOOD CIT, SALFS T~/ 

f1tbt.ut,d 

3t $ 

.;t i-

l:, $ 

~ l. <, 

L.S t. 

I I 1 '/ (J l C C' 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

10-· J(iN-B'? 

F: f;; P u r· t M iJ t 
f' i'l..\Jf.'(: {, 

( 1 98-1,52'} 
NONE L I ST : ft 
r-lOtlE l. l STEIi F: 1.i ft.: r e r1 c e ! 

0. 00 $ 0 . () ,:·• 
* o .. oo $ 0.00 

6t50 1;, 390.(10 
$ :!.90. 00 $ 1'?• • 00 

:LOO ~ 180.C,•) 
0 .15 $ 137.4,."' 

12,0(: :Ii 12.00 
$- 3~</~•~0 1 3:29, ·11) 

1 .:: • 1 

T 11 ·; ( • t I. t.' TO 1, ·- .l ! 

, l • C) 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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BC
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Bondar-Clegg, Inc. 
12980 \\c::st Cedar Dr. 
I akewood, Colorado 80J28 
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Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303)989-1404,

bhMar-clegg

REPORT: 098-1625 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp, submitted by: j, barron

project: none listed date printed: 23-DEC-8S

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 53 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 53 2 -150 53 Asses Prep 53
Excessive Wetness 590
Semple Pickup 1

remarks: final results are reported.

REPORT COPIES TO: MR, JIM BARRON INVOICE TO! MR, JIM BARRON
------------------------- MR, JIM BARRON----------------------------------------------------------------------------------------

i 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado :, 
(303) 989-1404 • . 

C REPORT! 098-1625 (COMPLETE) 

CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER ELEMENT 

Au Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

53 

REMARKS! FINAL RESULTS ARE REPORTED , 

REPORT COPIES TO! MR , JIM BARRON 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

53 0,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 53 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 23-DEC-88 

METHOD 

Fi re Assa':.l 

SAMPLE PREPARATIONS NUMBER 

Assa~ Prep 
E>:cessi ve Wetness 
Sample Pickup 

53 
590 

1 

INVOICE TO! MR, JIM BARRON 
'--- ----------,--,-a-MP - =11T,..,.--;:-MD=Aoio,=nN,------------------------------~ 

I 



Bondar-Ckgg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404 -

BONDAR-CLEGG

Geochemical
Lab Report

REPORT) 098-1625 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

P2 R8S-521-550-555 0,027 D2 R88-521-750-755 0,021
D2 R88-521-555-560 0.007 D2 R88-521-755-760 0.022
D2 R8S-521-560-565 0,009 D2 R88-521-760-765 0,026
D2 R88-521-565-570 0,012 D2 R88-521-765-770 0.042
D2 R88-521-570-575 0,004 D2 R88-521-770-775 0,041

D2 R8S-521-575-580 <0,002 D2 R88-521-775-780 0.177
D2 R88-521-580-585 0,009 D2 R88-521-780-785 0,069
D2 R88-521-585-590 <0.002 D2 R88-521-785-790 0,045
D2 R88-521-590-595 0,006 B2 R88-521-790-795 0.011
D2 RS8-521-595-600 0.009 D2 R88-521-795-800 0,003

D2 R88-521-600-605 0,016 D2 R88-521-800-805 0,008
D2 R88-521-605-610 0.007 D2 R88-521-805-810 0,079
D2 R88-521-610-615 0,010 D2 R88-521-810-815 0,011
D2 R88-521-615-620 0,011
B2 R88-521-620-625 0,012

P2 R88-521-700-705 0.043
D2 R88-521-705-710 0,015
D2 R88-521-710-715 0,017
B2 R88-521-715-720 0.014
D2 R88-521-720-725 0,012

D2 R88-521-725-730 0,009
B2 R88-521-730-735 0,022
B2 R88-521-735-740 0.028
B2 R8S-521-740-745 0,021
B2 R88-521-745-750 0,025

L 

., 
. , 

Bondar-Clegg, Inc. 
12980 West Cedar Dr 
Lake\\ ood Colorado 80-
(303) 989-1~ • 

REPORT! 098-1625 

[_ SriMPLE ELEMENT 
NUMBER UNITS 

D2 R88-521-550-555 
D2 RSB-521-555-560 
D2 R88-521-560-565 
D2 RBB-521-565-570 
D2 R88-521-S70-575 

D2 R88-521-575-580 
D2 R88-521-S80-585 
D2 RBB-521-585-590 
D2 RB8-521-590-595 
D2 R88-521-595-600 

D2 ·R88-521-600-605 
D2 RB8-521-605-610 
D2 R88-521-610-615 
D2 RSS-521-615-620 
D2 RBS-521-620-625 

D2 R88-521-625-630 
D2 R88-521-630-635 
D2 RBS-521-635-640 
D2 R88521-640-645 
D2 RBB-521-645-650 

It2 RBB-521-650-655 
D2 RBB-521-655-660 
ft2 R88-521-660-665 
D2 RBS-521-665-670 
D2 RBB-521-670-675 

D2 R88-521-t75-680 
D2 RBB-521-680-685 
D2 RBB-521-685-690 
D2 R88-521-690-695 
D2 R88-521-695-700 

D2 R88-521-700-705 
D2 RBS-521-705-710 
D2 R88-521-710-715 
D2 RBB-521-715-720 
D2 RBB-521-720-725 

02 RSS-521-725-730 
D2 R88-521-730-735 
D2 RBB-521-735-740 
D2 RSB-521-740-745 
D2 RBB-521-745-750 

Au 
OF'T 

0.027 
0.007 
0.009 
0.012 
0.004 

<0.002 
0,009 

<0.002 
0.006 
0,009 

0,016 
0,007 
0.010 
(),011 
0,012 

0,018 
0,016 
0.011 
0,018 
0,010 

0,012 
0,008 
0,015 
0,009 
0,025 

0.021 
0,017 
0,015 
0,014 
0,028 

0,043 
0,015 
0,017 
0,014 
0.012 

0,009 
0,022 
0,028 
0.021 
0,025 

BOIQIJAR-CLEGG 

-7 PROJECT! NONE LI STEIi 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R88-521 -750-755 0,021 
D2 RSB-521-755-760 0.022 
D2 RBB-521 -760-765 0.026 
D2 R88-521-765-770 0,042 
D2 RBB-521-770-775 0,041 

D2 R88-521-775-780 0.177 
D2 R88-521-780-785 0,069 
D2 RBB-521-785-790 0,045 
D2 R88-521-790-795 0,011 
D2 RBB-521-795-800 0,003 

D2 RBB-521-800-805 0,008 
D2 R88-521 -805-810 0,079 
D2 RBB-521-810-815 0,011 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CIEGG

a
% Bondar-C'legg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORF'. 
MR. JIM BARRON 
F'.O. BOX 485 
DEADUOOD > SB 
57732

Invoice i 134 55 > Page 1

Date *. 23 -DEC-88

Report No! 093-1625 
Project *. NONE LISTED 
Reference: NONE LISTED

r. C 53 Analyses of Gold at $ 6.50
(/U4'Ka* Subtotal

$ 344.50
$ 344.50 $ 344.50

Samele Prep63ration
53 Samples of Assay Prep at $ 3.00 $ 159.00

590 Samples of Excessive Wetness at $ 0.15 $ 88.50
1 Sample of Sample Pickup at $12.00 $ 12.00

Subtotal $ 259.50 i 259.50

Mi seelIsneous Charges
4% S.D. STATE SALES TAX $ 8.26
2% DEADW00D CITY SALES TAX $ 4.1 3

Subtotal $ 12.39 $ 12.39

I n v o i e e T o t a 1 : $ 616.39 U.S

- 5? I ( 5S-: - i i ^

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

B 
. BONDAR·CLEGG 

BROHM MINING CORP. 
MR+ JIM BARRON 
F .o. BOX 483 
nE;,DWOOD, SD 
5?732 

,-:- -: 
~ ( ,.>w 

f c~., t ""' 

Anal~:·.,,f.~·;:; of Gold 
Subtc, t..;ll 

Ham;:·lf? F'1·e;:•;;:.r2tlo11 
53 S6mPles of Assa~ PreP 

~19 (} S d m :-.- l e -~. c.; f E }:. t.: c:· ~~ ·::: .. i ~./ c1 We tr, L~ :: s 
1 s~ruPl~ of s~mPl~ Pic~up 

!3ubt.ot;;,l 

Mi•:,cr'"l la11(:,>01.J!i' Char:-.:1~1\,. 
~% S.D. STATE SALES T4X 
2% DEADWOOD CITY SALES TAX 

Subtotal 

t ~. \ - '~ ? ! ( 
( 

.:it 

~t. 
al 

,;;l 

$ 

$ 

i 

Inv1..,iC:i? 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

Dat~ 23-DEC-88 

RePort Nol 098-1625 
F' roJ~c t /!ONE L .T STED 
f~ e r t? T' e Ill.' f.' : I rn ti E L I s T E lt 

6. :rn $ :344 c· I' 
• • ! J 

'$ 34,;.~50 $ ~!~4.50 

~:L 00 $ 159.00 
o. 1 rc ,J $ 88.50 

$:12.00 <j; 1 '2. c,o 
$ 259+50 

B.26 
,L.13 

12.39 

!: '2~)9 i· ~1(} 

$ •t '") "'IO 
.L.c.•-•. 

,~ tu .. :.,-:" u.s. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 BC
BONDAR-CLEGG

\
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l_ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1@ 

BROHN MINING CORP , 
HR , JIM BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

t 

ID\IDAR-ClEGG 

+ t t 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REFORT: 098-1627 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: frohm mining corf, 
project: none listed

SUBMITTED BY! J. BARRON 
DATE PRINTED! 23-DEC-SS

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 50 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 50 2 -150 50 Asses Free 50
Excessive Wetness 652

remarks: final results are reforted.

REPORT COPIES TO! MR. JIM BARRON 
MR. JIM BARRON

INVOICE to: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1627 ( COMPLETE l 

CLIENT: P.ROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER ELEMENT 

1 Au 

SAMPLE TYPES 

D DRILL CORE 

Gold 

NUMBER 

50 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
MR, JIM BARRON 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

50 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

50 

Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED! 23-DEC-SS 

METHOD 

Fire Assay 

SAMPLE PREPARATIONS NUMBER 

Assay Pre? 
E}:cessi ve Wetness 

50 
652 

INVOICE TO! MR, JIM BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Ge^^ical

Lab Report

REPORT: 09S-1627 project: none listed page i

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-521-815-820 0,012 D2 RS8-521-1015-1020 0,009
D2 R88-521-820-825 0,075 D2 R88-521-1020-1025 0,018
D2 R88-521-825-830 0,019 D2 R88-521-1025-1030 0,029
D2 R88-521-830-835 0.020 02 R88-521-1030-1035 0,103
D2 R88-521-835-840 0,031 D2 R88-521-1035-1040 0.013

D2 R88-521-840-845 0,141 02 R88-521-1040- 045 0,015
D2 R88-521-845-850 0,318 02 R88-521-1045-1050 0,006
02 R88-521-850-855 0.102 02 R83-521-1050-1055 0,009
02 RS8-521-855-860 0,050 02 R88-521-1055-1060 0,019
D2 R88-521-860-865 0,103 02 R88-521-1060-1065 0,009

02 R88-521-865-S70 0,143
02 R88-521-870-375 0,079
02 R88-521-875-8S0 0.030
02 R88-521-880-885 0,013
02 R88-521-885-890 0,008

D2 RB8-521-890-895 0,008 
D2 R88-521-895-900 0,012 
D2 RS8-521-900-905 0,005 
D2 R88-521-905-910 0.012 
D2 R88-521-910-915 0,017

02 R88-521-915-920 0,015
02 R88-521-920-925 0.032
02 R88-521-925-930 0.008
02 R88-521-930-935 0.012
02 RS8-521-935-940 0.010

02 R88-521-940-945 0,020
02 R88-521-945-950 0,022
02 R88-521-950-955 0,026
02 R88-521-955-960 0,010
02 R88-521-960-965 0.011

02 RS8-521-965-970 0.014
02 R88-521-970-975 0,014
02 R88-521-975-980 0,015
02 R88-521-980-985 0.015
02 R88-521-985-990 0,023

02 R88-521-990-995 0.020
02 R88-521-995-1000 0.032
02 R88-521-1000-1005 0.013
02 R88-521-1005-1010 0.003
02 R88-521-1010-1015 0.011

Bondar-Clegg, Inc. 
12980 \\est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

l___ REPORT: 098-1627 

[_ SAMPLE ELEKENT 
NUMBER UNITS 

' D2 RSS-521-815-820 
D2 R88-521-820-825 
D2 R88-521-825-830 
D2 R88-521-830-835 
D2 R88-521-835-840 LD2 RBS-521-840-845 
D2 R88-521-84S-850 
D2 RBB-521-850-855 
D2 RSS-521-855-860 
D2 R88-521-860-865 

D2 RSS-521-865-870 
D2 R88-521-870-87S 
D2 R88-521-87S-880 
D2 R88-521-880-885 
D2 R88-521-885-890 

l 
D2 R88-521-890-895 
D2 RBS-521-895-900 
D2 RBS-521-900-905 
D2 RBS-521-9 1)5-910 
D2 RBS-521-910-915 

D2 R88-521-915-920 
D2 RBS-521-920-925 
D2 RSB-521-925-930 
D2 RSB-521-930-935 
D2 RSS-521-935-940 

D2 R88-521-940-945 
D2 R88-~21-945-950 
D2 RBB-521-950-955 
D2 R88-521-955-960 
D2 RBS 521-960-965 

[12 RBB-521-965-970 
I!".1 RSB-521-970-975 
D2 R88-521-975-980 
D2 RSB-521-980-985 
D2 R88-521-985-990 

D2 R88-521-990-995 
D2 R88-521-995-1000 
D2 RSB-521-1000-1005 
D2 RBB-521-1005-1010 
D2 RBB-521-1010-1015 

B 
BONDAR-Cl.EGG 

I PROJECT! NONE LISTED PAGE 1 

Au SAKPLE ELEMENT Au 
OPT NUMBER UNITS OPT 

0,012 D2 RBB-521-1015-1020 0,009 
0,075 D2 RSS-521-1020-1025 0,018 
0,019 D2 R88-521-1025-1030 0,029 
0,020 D2 RSS-521-1030-1035 0,103 
0,031 D2 RSS-521-1035-1040 0,013 

0 ,141 D2 RBS-521-1040-1045 0,015 
0,318 D2 R88-521-1045-1050 0,006 
0,102 D2 R88-521-1050-1055 0,009 
0,050 D2 R88-521-1055-1060 0,019 
0,103 02 RSS-521-1060-1065 0,009 

0, 143 
0,079 
0,030 
0,013 
0,008 

0,008 
0,012 
0,005 
0,012 
0,017 

0,015 
0,032 
0,008 
0,012 
0,010 

0,020 
0,022 
0,026 
0,010 
0,011 

0,014 
0,014 
0,015 
0,015 
0,023 

0,020 
0,032 
0,013 
0,003 
0,011 



DEC 2 71988 

BROHM MINING CO. 



BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORF* 
MR. JIM BARRON 
P.0. BOX 483 
BEABWOOD r SB 
37732

Invoice t 13456» Fade 1 

Date : 23-BEC-88

Report No t 098 - 1627 
Project J NONE LISTED 
Refefence. NONE LISTED

( ,A i Analyses of Gold 
S u b t o t a I

at * 6.50 « 325.00
$ 325.00 $ 325.00

Sample Preparation
50 Same1es of Assay Prep 

652 Samnles of E>tcessive Wetness 
Subtotal

at $ 3.00 $ 150.00 
at $ 0.15 $ 97.30

$ 247.80 $ 247.80

Mi see 11 aneous Che rdes
4% S.D. STATE SALES TAX * 7.91
2% BEABWOOD CITY SALES TAX % 3.96

Subtotal $ 11.87 * 11.87

Invoice Totall $ 584.67 U.S.

52 i k t

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
~ BONDAR-CLEGG 

l~ I~ U H M M I i·1 J U G C U F: F' • 
Ml--:. JIM Bt,f;:RON 
I' I (i + n O \; .~ 8 ~; 
m.t1PWDODr SD 

1'! i ·1 ... 1 t.: ::. 1::. ·.c• c., f G u J. d 
Sui1tot:Jl 

/~ ,,: 111 ;:c• 1 ,,c> P ,. er- ~! r ~ t. i ,;_1 r 1 

30 S2mPl~s uf As~~~ Pre~ 
6 '.:1 2 S <3 flt : · l l'! s. 1J f E ;,; c o ~,- fa i ',,/ E• W (• t. n v ·::, '.,. 

Sub to t.c.t.l 

h i ~. c e l l ,,1 n c1 o 1J ~- Ch.:· l' :::! t:> ,,. 

4% s.n. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subt1Jt.:1J. 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

I•: 11 r· 0 T' t. Nu: () 9 8 -· J f, . ..: •. , 

P r o ~t l' c t ~ ! ! 0 f.! E L I S T E (I 
r:: p f t.: 1 · t;.> fl C 1::: z t-1 0 ti i::~ L 1 s T E It 

at $ 6 .. ~rn :Ii 
$ 

32~5+00 
32!5 (, 00 $ 

:1; 3 • 00 ii :J.':'j0.0 1) 

$ 0 • l ~:t $ 

$ 247.80 

7. ';' :l 

* .l 1 • !3? 

Ii-1vn1cc1 Tot.al 1 

, ' I - I' 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 ___

BONDAR-CLEGG

+ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

BROHM MINING CORP, 
MR, JIM BARRON 
P,O, BOX 485 
DEADWOOD, S(! 
57732 

+ + 

BC 
BONDAR~CLEtG 

+ t 

Geochemical 
Lab Report 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 ___
EC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 098-1632 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brqhh mining corp. SUBMITTED BY: J, BARRON
PROJECT*. NONE LISTED DATE PRINTED: 2-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 47 0,002 OPT Fire Asssa

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 47 2 -150 47 Assea Prep 47
Excessive Wetness 537
Ssfflple Pickup 1

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-1632 {COMPLETE) 

CLIENT: BROHM MINING CORP, 
PROJECT: NONE LISTED 

ORDER ELEMENT 

1 Au 

SAMPLE TYPES 

It DRILL CORE 

Gold 

NUMBER 

47 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
"" 

-t ... -u -A---.u .. _.. •· r,r1, , .... ~ 

BC 
BDNDAR-Cl.£GG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

47 0,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 47 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED: 2-JAN-89 

METHOD 

Fire Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Prep 47 
E}:cessi ve Wetness 537 
Sam?le Pickup 1 

INVOICE TO! MR, JIM BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404 ___
BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT! 098-1632 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-521-1065-107Q 0,007 D2 R88-521-1265-1270 0,152
D2 R88-521-1070-1075 0,013 D2 R88-521—1270-1275 0,133
D2 R88-521-1075-1080 0,010 D2 R88-521-1275— 280 0,289
D2 R88-521-1G80-10S5 0,022 02 R88-521-1280-1285 0,206
D2 R88-521-1085-1090 0,009 02 R88-521-1285-1290 0,109

02 R88-521-1115-1120 0,007
02 R88-521-1120- 125 0,014
02 R88-521-1125-1130 0,015
02 R88-521-1130-1135 0.014
02 R88-521-1135-1140 0,009

02 R88-521-1140-1145 0.014
02 R88-521-1145-1150 0,012
02 RS8-521-1150-1155 0,033
02 R88-521-1155-1160 0.035
02 R8S-521-1160-1165 0,026

02 R88-521-1165-1170 0,011
02 R88-521-1170-1175 0.010
02 R88-521-1175-1380 0.016
02 R88-521-1180-1185 0.014
02 R88-521-1185-1190 0.011

Bondar-Clegg, Inc. 
12980 \\est Cedar Dr. 
LakC\\ood, Colorado 80218 
(303) 989-1~, - ~ 

C REPORT! 098-1632 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 RB8-521-1065-1070 
D2 R88-521-1070-1075 
D2 F:88-521-1075-1080 
D2 RBS-521-1080-1085 
D2 R88-521-1085-1090 

D2 R88-521-1090-1095 
D2 RSS-521 -1095-1100 
D2 R88-521-1100-1105 
D2 RBS-521-1105-1110 
D2 R88-521-1110-1115 

D2 RBS-521-1115-1120 
D2 RSS-521-1 120-1125 
D2 RBS-521-1125-1130 
n2 R88-521-1130-1135 
D2 RBB-521-1135-1140 

D2 RBB-521-1140-1145 
D2 RSS-521-1145-1150 
D2 RBS-521-1150-1155 
D2 RSS-521-1155-1160 
fl2 RSS-521-1160-1165 

D2 fi'SB-521-1165-1170 
D2 RBS-521-1170-1175 
D2 RBB-521-1175-1180 
D2 PBS-521-1180-1185 
D2 RSB-521-1185-1190 

D2 RBB-521-1190-1195 
D2 fi'88-521-119~-1200 
02 RBB-521-1200-1205 
D2 RBB-521-1205-1210 
D2 RBB-521-1210-1215 

D2 RBS-521-121~-1220 
D2 R88-521-1220-1225 
112 RBB-521-1225-1230 
D? PRB-521-1230-1235 
D? R88-521-1235-1240 

D2 RBB-521-1240-1245 
D2 RSB-521-1245-1250 
fl2 RBS-521-1250-1255 
D2 R88-521-1255-1260 
D2 RBS-521-1260-1265 

Au 
OPT 

0,007 
0,013 
0,010 
0,022 
0,009 

0,011 
0,023 
0,008 

<0,002 
<0,002 

0,007 
0,014 
0,015 
0,014 
0,009 

0,014 
0,012 
0,033 
0,035 
0,026 

0,011 
0,010 
0,016 
0,014 
0,011 

0,011 
0,034 
0,038 
0,027 
0,085 

0,016 
0,032 
0,005 
0,013 
0,028 

0,018 
0,017 
0,037 
0,145 
0,576 

BC 
BDNDAR-CI EGG 

Geochemical 
Lab Report 

PROJECT! NONE LJSTED __ __:..P..:.;_;AG=E--=-1-

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 RBB-521-1265-1270 0,152 
D2 RBB-521-1270-1275 0,133 
D2 R88-S21-127S-1280 0,289 
D2 R88-521-1280-1285 0,206 
D2 R88-521-1285-1290 0,109 

D2 RBB-521-1290-1295 0,117 
D2 R88-521-129S-1300 0,072 



BROHM MINING CO. 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORP* 
MR. JIM BARRON 
P.0, BOX 485 
DEADWQOD > SD 
57732

Invoice 1 13537? F’asle 1

Date J 3-JAN-89

Report NoJ 098-1632 
Project J NONE LISTED 
Reference*. NONE LISTED

\ Analyses of Gold
^-^A\ Subtotal

Sample P repa ration
47 Samples of Assay Prep 

537 Samples of Excessive Wetness 
1 Sample of Sample Pickup 

Subtotal

M i s c ells n e o u s C Is a rses
4% S.D, STATE SALES TAX 
2% DEADWOOJD CITY SALES TAX 

Subtotal

at i 6.50 t 305.50
% 305.50 $ 305.50

at * 3.00 i 141,00
at $- 0.15 $ 80.55
at $1 2.00 t 12.00

*
A. W* k* * w* U i 233.55

f 7.46
$ 3.73
* 11.19 1 11.19

Inv oice Total; « 550.24 U.S.

ji 6' h ' v 7 I

( jc l. S'
! o oo

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

r 

\., 

I sa : 
DAR-ClfGG 

.,F'OHM MHIJNG COF;F·, 
MF:. JIM BAF:F:Otl 
F',CI. BOX 48~, 
DE(,DWOOD, S[1 

5773~ 

( 
1,1\47 t-ir1;:J] \:.'.~E'S of Gc.tld 

Subtotal 

Sc,lnPl Frei ,· · ra io11 
47 Sa~Ple$ of A~s~s Prer 

i--r­_;;.,., I !:; 'fHF l 
.I Sami, le uf Sanr-,le P i1..·l,.1Jp 

Subtotal 

Mi s i:' i:> 1 1 C,, 1 .._., 1:- u .. C Ii a 1· ~ (' ·, 

4¼ S,D. ST~TE SHLES TAX 

.. ., 

2;; DE1'HtWOOD CIT' SALES T {\X 
Subtot.a] 

c.,7 I ({ I 

i:) l. 

at 
at 
,: t 

... 
"' 

rnv\J.LC:t:' 

Bondar-Clegg, Inc. 
12980 West Cedar Dr . 

Lakewood, Colorado 80228 
(303) 989-1404 

1. 3~i37 !1 F· : .Jt:.> 1 

Date :-J~N-89 

RePort Nu: 098-1632 
Pro~iect ! NONE LISTEJ'I 
Reference! NONE LISTED 

6,5() $ 305.50 
$ ~~(15,. 5(1 305.50 

3.00 .,, Hi .00 
0.15 * 80. 5~:; 

$1'.2, 00 $ 1::,00 
$ ::'33.55 

7 • •1 ' 
"1 '7 7 
.... • ., .. 

11. .19 

<t , .. 33, J'j 

$ 1 1 • 1 ° 

i •55c,.24 1.s. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Geochemical
Lab Report

Bondar-Clegg, Inc.'

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
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Geochemical
Lab Report

Bondar-Clegg, Inc.'

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-1635 ( COMPLETE ) REFERENCE INFO! NONE LISTED

CLIENT: BROHM MINING CORP. SUBMITTED BY*, J, BARRON
project: none listed date PRINTED: 23-DEC-8e

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 33 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMFLE PREPARATIONS NUMBER

D DRILL CORE 33 2 -150 33 Assay Prep 33
Excessive Wetness 336
Ssitirle Pickup 1

remarks: final results ARE REPORTED,

REPORT COPIES TO: MR. JIM BARRON INVOICE TO', MR, JIM BARRON

Bondar-Clegg, Inc: 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

L REF'ORT! 098-1635 ( COMPLETE l 

~----------------

BC 
BONDAR-a.EGG 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTEfl 

[_
- CLIENT! BROHi! MINING CORP, 

------------------ --

_ PROJECT! NONE LISTED 

ORDER ELEMENT 

1 Au 

SAMPLE TYPES 

D DRILL CORE 

Gold 

NUMBER 

33 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
.. ,._, 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

33 0,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 33 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 23-DEC-88 

METHOD 

Fire Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Pre? 33 
E}:cessi ve Wetness 336 
Saa?le Picku? 1 

INVOICE TO! MR, JIM BARRON 

I 



Geochemical
Lab Report

Bondar-Clegg, Inc.‘
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT) 098-1635 project; none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-521-1300-1305 0.078
D2 R88-521-1305-1310 0.036
D2 R88-521-1310-1315 0.012
D2 R88-521-1315-1320 0,022
D2 R88-521-1320-1325 0.018

D2 R88-521-1325-1330 0.024
D2 R88-521-1330-1335 0,051
D2 R88-521-1335-1340 0.022
D2 R88-521-1340-1345 0,024
D2 R88-521-1345-1350 0.057

D2 R88-521-1425-1430 0.009
D2 R88-521-1430-1435 0,012
D2 R88-521-1435-1440 0.010
D2 R88-521-1440-1445 0,018
D2 R88-521-1445-1450 0,019

D2 R88-521-1450-1455 
D2 R88-521-1455-1460 
D2 R88-521-1460-1465

0.034
0.015
0.023

Bondar-Clegg, Inc: 
12980 West Cl'dar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

.,. 
,. 

REPORT! 098-1635 -C SAMPL~ ELEMENT 
NUMBER UNITS 

D2 R88-521-1300-1305 
D2 R88-521-1305-1310 
D2 R88-521-1310-1315 
D2 R88-521-1315-1320 
D2 R88-521-1320-1325 . 

D2 R88-521-1325-1330 
D2 RBB-521-1330-1335 
D2 R88-521-1335-1Z40 
D2 RBS-521-1 340-1345 
D2 R88-S21-1345-1350 

D2 P.88-521-1350-1355 
D2 RSB-521-1355-1360 
D2 R88-S21-1360-1365 
D2 RfF:-521-1365-1370 
D2 RSS-521-1370-1375 

D2 R88-S21 -1375-1380 
D2 R88-521-1380-1385 
D2 RSS-521-1385-1390 
D2 R88-521-1390-1395 
It2 R88-521-1395-1400 

D2 R88-521-1400-1405 
D2 R88-521-1405-1410 
D2 RSS-521-1410-1415 
D2 RSS-521-1415-1420 
D2 R88-521-1420-1425 

r D2 RSS-521-1425-1430 
D2 R88-521-1430-1435 
D2 R88-521-1435-1440 
D2 R88-521-1440-1445 
D2 RSS-521-1445-1450 

D2 R88-521-1450-1455 
lJ2 RSR-521-1455-1460 
D2 RBS-521-1460-1465 

L___ -

Au 
OPT 

0,078 
0,036 
0,012 
0.022 
0,018 

0,024 
0,051 
0,022 
0,024 
0,057 

0,045 
0,021 
0,028 
0,016 
0,012 

0,027 
0.010 
0,029 
0,009 
0,013 

0,013 
0,008 
0,046 
0,024 
0,025 

0,009 
0.012 
0,010 
0,018 
0,019 

0,034 
0,015 
0,023 

BC 
BONDAR·CI EGG 

Geochemical 
Lab Report 

~OJECT! NO_N_E-'-'L_IS'-T-=-=ED;__ ___ PA_G_E_ l ____ ~ 

o· 
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BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORF’, 
MR. JIM BARRON 
P.0, BOX 485 
BEADWOOD ? SB
57732

Invoice 1 134 53? Paste 1

Date : 23-DEC-B8

Report No1 098-1635 
Project i NONE LISTED 

Referencel NONE LISTED

33 An a Iyses of G oId 
Subtotal

at t 6.50 * 214.50
* 214.50 $ 214,50

Sample Preparation
33 Samples of Assay Prep 

336 Samples of Excessive Wetness 
1 Samp 1e of Sample Pickup 

S u b t o t a 1

at $ 3.00 
at $ 0.15 
at $12.00

$ 99.00 
$ 50.40 

$ 12.00 
$ 161,40 $ 161,40

Mi seellaneous Charges
4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

$ 5.14
$ 2.57
$ 7.71 $ 7.71

Invoice T otall 383,61 U.S.

^ - ' 5 1 I ( ,3CC ' !i(r S )

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR-CLEGG 

BROHN HINING CORP. 
MR, .JIM f1Ar.:RON 
P,O. F:0/ 485 
J"!EADltJOOD, SIi 
:::,77:32 

'.33 ;,r1,3Ji:11£,t-~i., of Guld 
Subt.ot.a.1 

Sc11tl·lP Pr·er·e,·,::.t101i 
33 SamPl~s 0f ~ssa~ Pre~ 

s 

336 S~mple~ of Excessi~e Wetnes~ 
1 Sam~le of SsmPle Pic~uP 

Sut.:dotcl 

Mif;cc. l la11i-?O•.H; Chclrsh.•i:. 
4% S.D, STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

St..1i.:it.ot.al 

,- t ! 
( ; ', ( I - I '( l,- ,, ) 

at 

,·t 
~,t 
d \, 

';. 

$ 

1 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

F'.ePort. ilu; (.)98-163'3 
PruJecl NONf LISTED 
Refer-e11ct?! NONE LIETEP 

.£ r.:- (\ 
'4> .. ,J .... $ /j 4, '.'.iO 

'l, 214.::rn $ :~:t.4,,50 

3.00 'Ii 99.')0 
o. 15 $ 50.--~~\ 

'ii12.00 "' .. :t2!' 00 
'$ 

$ 

L~l ,40 

5. l .-1 
,. ... I::' .. '} 
,.•;. t, ,J ./ 

7,71 

$ 161 ,. ,10 

~, 3B3.6l Lt,S, 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Drill Type Casing Daoth State_________________________________________________ ___________________________  Shaat 1 ot *7

Hole Slxe Bearing___________________________________ — Inclination ^°_______ Date Started /Z - S - Y'Sr' Property
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Coordlnat••-------------- Project ____________ __,_ 
Caalng Oeoth _____________ State _____________ _ 

Hole No. f 8'g - ) z_ 1 

Sheet~t _'1...__ 
Hol• Slle -------------

8ear\ng ____ lncllnatlo ._ ______ Date Started __________ _ Property __________ _ 

Collar Eley. ___________ _ Final Oeoth Oat• Comol•t•d----------
Hole SurYey•d ________ _ 

• GRAPHIC LOGS " ' .... z -: AL TERA TION • -•••••• 
C e I•••••• • • .: 
0 

• .. "' -
C 2 -..... 
O., o 
.. :I .. . -. . 

UUl"I HUI.It 

I.OCATION 

• g .. 
C 
> ... .., ... 

GEOLOGIC NOTES 
DESCRIPTION MINERALIZATION 

ROCK TYPE WIMIIIAI.OO'f'. AL TIRA tlON. TIITUtllla. RIIIftllYJIAN 
.. ••••••. 0, .......... - . 

Ull ASSAY 

CMIA• a111, "lAOMINT a111 
VelAIIII, "··••c•-·"'' 

f:p l'h5-'6vo 1.Lo ~~-4-#1#1~~~~~~-M-++++++t-=++=~~+---6-_;_~---+-----------------------1-----------·-·------t----t-·---1 

('8"'10 - 1too) J -3 ~o tL~-

(> 

~zt>-1z.'{" 

- -'j\{f-~'fo 
LC1 u o~, .,-, ') i 

. 
197o-'17"S 

l/0]11./0~ 

1-+4+~~~~-HH-HH++W++t++++++++H-+tt--+---+--+---+------------------+---'-./llw.:1/)Qo:.;:;;...:fl>;<...~ ... :5,_- ?;ztk.,-:;d~ 

g 
.J 

I -.. ... 
:> 
<) 

,J 

J. 
IC 
0 

~~#+-~~~~~r+i+t~Hf-++----+----+--'-----.1--------------'--------~1-------- -----------+---t---t 
o'/5-/DSt:, 

.. 
~ 
.0 ,, 
• 0 
0 
0 
.J 



Contractor Coordinataa, Pro|act
Hola No Q-'S'Z

Drill Tyoa Caalng Dapth Stata Shaat 7.ol.5

Holo Sir# Baaring Inclination Data Startad Prooarty

Collar Elav. Pinal Daoth Data Completed Hola Survavad

D
R

IL
L

 CU
T

T
IN

O

I 
I 
\ 

• 

I 
I I 

i I 

\ \ 
\ I 

\ \ 

Contracto, ____________ _ 

o,m Type ___________ _ 

Hole Size ____________ _ 

Collar Elev. ___________ _ 

• GRAPHIC LOGS " ...... 
z -: Al TERATION • -•••••• 
C e I •u••• ... .: 
i 

.. ..... -
C 2 -.. ... 
0 .. 'i .. ::, .. .. -. . 

Coordlnat••-------------- Protect ____________ __,.....-
. Casing Depth State _____________ _ 

Bearlng ____ lncllnatlo _______ Date Started __________ _ 

Final Depth Date Completed _________ _ 

UQWII HOLi 
1.0C::ATION 

ROCK TVP£ 

GEOLOGIC NOTES 
DESCRIPTION 

PIIJIUIMUON 

Hole No. "/2 8'~ - 5 z.,/ 

Sheet.2....ot "7 
Property __________ _ 

Hole Surveyed ________ _ 

MINERALIZATION 

ASSAY .. INIIIALOeY, AUIIIATION, TUTutlll. 

MA• IIH, PIIAG .. INT IIH 
.. ...... ,. Ot•••-o•o•. 
1te1 .. t111, •••••c-"' 

,f,,,,.., / lnt:n-Jr,tr;' --r]..~ ~~#+~~~ml-H-l+H<~-1-+H++H~.:.+-:-f~:i::....1.i,:.;.~---.,_-,..::;...--t----------------------4-----------·-·-----+---+-·---t 

- 'J -- I / · - p~ >JL L 
ID~-//Dll 

ttt-tttllttt+tt<tttllttt-t++-~~~~~1-t--+t-t---+---+---+----+--------·-- -------------+----·--------------------
IJtU·/Jl..S 

. 
/JI/<, -1/S'IJ 

,,10-1n5 

116-/1111. 

8 
.J 

I 
• • :, 
u 
.J 
-.i 
a: 
0 

H+l.+++<~+++4~++41.+++~-t+t+1~tttt1-H--tt-t-----t---t---t----t---------------------+---( __ 12-0o _____ ,1.._-z.:s-) 3-5'!~~'?°-i!,-_____ ..,__....,_ ..... 

I Z.I l:J - 1,t/.1,/§ Fi!.4L TV/2-F h 

+++-l~~f+++-t++-f++++t+t11ttttitttlt+-ti+---+----11---t---+---------------------+----(-' ... z. ... 3_~_-_ht/16\ J,::A,IU ~ • ...,...)~,£) . 
IUn-11.zS 

;:. 
A .., 
• 0 
0 
0 
.,J 



Contractor. 

Drill Typo _ 

Holo Size.

Coordinates.

Casing Oepth. 

Bearing_____

Protect. 

State_

. Inclination. Date Started.

Hole sin - IS'Z' I
Sheet g' .ot ^ 

Property_____________

Collar Elev. Final Depth. Date Completed. Hole Surveyed,

D
R

IL
L

 CU
T

T
IN

G

I 
I 
I 

' i ' . 
., I 

I \ 
l ' 
\ I 

' \ ' . 

Contractor ___________ _ Coordinat••------------- Project _____________ _ Hole No. e_~ - 5-Z- I 

Sheet_Lot_~--Orlll Type __________ _ CHlng Depth ____________ State _____________ _ 

Hole Size ___________ _ Bearlng ____ lncllnatlo. _______ Date Started __________ _ Property __________ _ 

Collar Elev. __________ _ Flnal Oeoth Oat• Complet•d---------- Hole Surveyed ________ _ 

• GRAPHIC LOGS uvWN Hot.a 
t.OCATION GEOLOGIC NOTES 

\) I••-
S -:: Al TERA TION I -······ 

"' ..... - Ill lol Ill Ill Z DESCRIPTION MINERALIZATION 
C • • •••••• • • C 2 ;, §§u~- 2 

~ :a: • :C ROCK TYPE YtMHAt.o•"· At.Tl""''°,.· ,u,UtlH. PIIIIUIMUOM .: 
i 

.. ... 
O _. o ... :, .. .. -. . ~ = ~0- ; ; ~ ......... o, ............. . a O g ~ GIIIA• 9111, ,1111AOMINT atll Vei"'IIII, 1111•-'ac•-"'' 

ASSAY 

M+++++++++++++++++t+++.+.++~~.+++++-=W=+'f"+'f.:;.;tt __ ~.u(l'-=+-& __ -+-_~...ar-f-~o_...,_ _________________ 4---_.)..;(1~~~-zS~--':..::::W=·~ 6) ~-3il,~.-~• ,----+---1~-----t 
' -

Jz,,/5-lzSP 

tz,7o-lz:JS 

H-t1+++-t-~"'""11+~~~--+------+--+---+---------~----.-------+---+--410 
ttt1ttt1rttt-ttttttt1-ttt<t+ttttt+tttttttffltttt-t-tt+---+----if---+---+--------------------1,---J(u.i~z.,JJ.ci~.::.-1...l'f!...:b=::6::.,)1---!-,...,;,.~....:::~::....~ru...:~=.:·-:...,il!,,----+------+---1 9 
~+++H+li++++++.H-+i-+++-~-++++~~~.+-lfH----4----+--+---~-------------,..------·----------------------+---+----I; 

+tt~H-tttt+-t-ttt+++t++-lrtttt++++++t1~tt++~+++'-ri1'.S ___ -._ 13ti....,;r't-__ t---le----+------------; ----------+----------------t---+--'11 ~ 
H+i+++H+li+++++t<H-tt-+++-~-++++++l+~+++-+--1fH----4----+--+----+----------------------+------------------t---+--~ ::, 0 
ttt1+++ttt1+++ttt-H'tttt+tttt-t++ttttt<tttttttt-t-1~---+---~-+----+---------------------+----------------+---+---4 _, 

-------------- ti 
ttt-4+++t++-i+++ttt-H-tt+tt-tttt-t++ttt111t-ttttttt-t-1~---+---~-+----+------,-----------------+---------"---•------t---+----a a: 1~1,-,.1'1.S o 

. 
-++++++-1~+++-1~-+++~-+++++++.+++-ti+++++++t--+--ff-f ~...;:;;..~---+---+----+---------------------+----------------1----+----t 

'~-/3So 

1310 •In I 

~~H+l~-M+<l+H++t-M+t~K++ii'ttttt+t-t-t+r---+----t--t----+---------------------t-------------·----·----+--~----.. 

l-++1~H+!..++t~l+H++t<~+tttHtt1~ttt-t-t++----+----t-----ii----..... --------------------1-------·----------+---+-----t 

.. 
>­
A 
'V • 0 
0 
0 
.j 



Contractor. 

Drill Type _ 

Hole Size _ 

Collar Elev

Coordinates ... Prelect
. Hole No. ^1

Casing Depth Slate
Sheet ^ ot

Rearing Inclination Rata Started Property

Final Death Date Completed Hole Surveyed

d
r

il
l

 cu
t

t
ih

o

I 
I 

' 

• 

, I 

\ \ 
\\._ 

Contractor ___________ _ Coordinat••------------- Project ______________ _ 

Orlll Type __________ _ Caaing Depth ____________ State ____________ _ 

Hole S\ze ___________ _ 8ear\ng ____ lncllnatlo, _______ Date Started, __________ _ 

Collar Etev. __________ _ Final Oeoth Oat• Comol•t•d----------

J?q,.,., r7 1 Hole No. cP () · :..> ,__ 

Sheet.Lt '"1 
Properly __________ _ 

Hole Surveyed ________ _ 

• GRAPHIC LOGS · DOWN MOl.t; 

\.O~ATION GEOLOGIC NOTES 
u ... .. 
• -: AL TERA TION • ....... . 
C • • •u••• .. . .: 
i 

.. .. "' ... 
= 2 -0 ~ o .. :, . . ... 
• • 

DESCRIPTION MINERALIZATION 
ROCK TVPE ....... ALOe'f, AI.TlflATtON, TlaTUllla. Plllft!IMJION 

.. •• ,,., •. o, ........ ,.e1 . uu. 
UA• a111, 'IIAGMINT a111 ., ................ _., 

~~~m~~m~~~IU+l®~lj~n~•~•~L~•!'d~~---i--,-;-:i,.•~~.1"'")'2..-+---------------------.!-----------•-------L--.+•-----

"'·· ,,.,_, 

•• '·"•·c-

-

. V 

§ 
I -.. .. 
:, 
C,) 

~ .. 
C 
0 

M+U..~~W,4,l~i+M,~~~~i.+++t---+-+---+---..... -----+-----------..;._-----------11-------------·----·---~--... ----t 

l#~f½W~~~i-++t~~~l+H-iiH++I-+~--~--._-----+---------------------~~------ ___________ .,__-41 __ _. 

>-
A .., 
• 0 
0 
0 
~ 


